Document No : Fo-LA-550-01 CENTRAL LABORATORY
TEST REPORT

Sample No : Q OUT 07 08 02 Test Date: 2019/09/30 3sp cls S by ol 0¥ aaioee 1 0UdaS dgd

Batch Numbers : --=--—--—- Specification : GOST 380 Lab Condition -Temp : 22.2 C Humudity : 26.4 RH

Technical expert

Chemical composition

C) | Si%) | Mn%) | P®%) S%) | Cr%) | Cu®) | Ni%)
ISO/MEC 17025 018 | 023 | 0518 | 0.026 | 0.036 | 0.058 | 0.118 | 0.045

Al(%) | Co(%) | Ca(%) | V(%) | W(%) | Pb%) | Sn(%)

0.003 |0.007 |0.0002 |0.010 |0.008 |0.006 |0.017
Ash-2194
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