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Customer Name / TO: o)l zxio 03g0

Trade Name / Sample type: S-SO

ASTM NO/ Sample Code: N-550

LOT NO: ----

RUN NO: ----

Test date: 23/02/1398

Production Date; ----

Loading Note NO: ----

Container NO: ----

Serial NO:----

Sample receive date: ----

Report date : 23/02/1398

Pallet NO: ----

Customer address :---
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Results
! Test Test
No. Test Title Method Method |] 550 Test Parameter
1 Carbon Black - Ash Content (%) | ASTM-D1506 [31E o40 | 1 1  —
) Method A 12480 :
Time duration of
i : . ASTM-D1508 ISIRI e
2 Carbon Black - Pellet Fines (%) Methed 4 12475 1.2 Sh;ﬁl%h 1521'crlun
. ASTM-D1509 ISIRI
3 Carbon Black - Heating Loss (%) Method B 12481 0.3
4 Carbon Black - lodine Adsorption | ASTM-D1510 ISIRI 40.6 Sample mass
Number (mg/g) Method A 12482 : =0.5gr
ASTM-D1512 [SIRI
5 Carbon Black - PH Value ( PH) Method A 12479 785 | ¥ {1 ==
Carbon Black - Pelleted Pour - ISR | ag (| |
8 Density (Kg/m?) ASTMABISIY | oegs 340
Carbon Black - Sieve Residue ; ISIRI
7 (opm) ASTM-D1514 12484 450 Mesh 325
Carbon Black Extract tables- ISIRI
8 Transmittance of toluene Extract | ASTM-D1618 751
0 12476
(%)
Carbon Black - Qil Absorption 5 ISIRI
4 Number (Cm®100g) ASTM-D2414 3431 123.4 Procedure A, DBP
Carbon Black - Tint Strength ; ISIRI Tint Tester Ericsen
10 (%IRB3) ASTM-D3265 | oo 62.5 tor
Carbon Black- individual pellet ISIRI
11 hardness ASTM-D3313 | 5o 34-23.4 N“"'sti’:\; e";gi":-‘fm
(Max-Ave) cN _ Taliied o .
Comments : ILAEA\,H EURN) |

Test report is not valid without laboratory stamp.

Uncertainties have been calculated with 95% confidence interval and K=2.

The responsibility of receive and follow up the customer complaints lies with technical manager.
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