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QUALITY CONTROL SECTION

Doodeh Sanati Pars

VIRAL AT 2 R A gt LOT RESULTS Qémww J
CARBON BLACK TYPE: N-660 LOT NO: 1400008
PRODUCTION DATE: TESTING DA7| 1400/01/14 OIL BATCH : 0001-C
AN i UNIT | VALUE

IODINE NO ma/g 36/9
DBP ¢cm3/100g 89/3
TOLUENE DISCOLORATION %T 90/8
POUR DENSITY kg/m3 433/00
IPHT gr 24/80
PELLET SIZE DIST. % .
NO.10 (2.0 mm) % 0/09
NO.18 (1.0 mm) % 19/38
NO.35 (0.5mm) % 49/42
NO.60 (0.25mm) % 20/71
NO. 120 (0.125mm) % 7/56

PAN % 274
FINES CONTENT % 3/20
GRIT 0.5mm (NO. 35) ppm 0
GRIT 0.045mm (NO. 325) ppm 198
PH 8/23
HEAT LOSS % 0/28
ASH CONTENT % 0/440
SULFUR C o 117
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CARBON BLACK

Doodeh Sanati Pars
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ATIRIVLEIIPS SEVIOEE JpT LOT RESULTS S
CARBON BLACK TYPE: N-375 LOT NO: 7400019
PRODUCTION DATE: TESTING DA?I 1400/02/03 OIL BATCH : 0001-D
UNIT LUE :I'_V—O;ERM?%? NAN ok/NoTOK |l
IODINE NO mg/g 88
DBP cm3/100g 115/1
TOLUENE DISCOLORATION %T 96/0
POUR DENSITY kg/m3 o
sl or 27/90
PELLET SIZE DIST. %
NO.10 (2.0 mm) % _—
NOC. 18 (1.0 mm) % 3017
NO.35 (0.5mm) % o
NO.60 {0.25mm) % 16/73
NO. 120 (0.125mm) % .
PAN % 118

FINES CONTENT % _
GRIT 0.5mm (NO. 35) ppm 0
GRIT 0.045mm (NQ. 325) ppm 321
PH 8/19
HEAT LOSS % 0/34
ASH CONTENT % o
SULFUR_CONIEN % 1138
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L CARBON BLACK '

Doodeh Sanati Pars
Company

CARBON BLACK TYPE: N-330 LOT NO: 1400010
PRODUCTION DATE: “_ﬂs_srﬂva DAT1| 1400/01/21 OIL BATCH : 0001-D
Um_r
IODINE N ma/g 89
DBP cm3/100g 101/3
TOLUENE DISCOLORATION %T 96/3
POUR DENSITY kg/m3 386/00
IPHT ar 26/20
PELLET SIZE DIST. %
NO.10 (2.0 mm) % 1/96
NO. 18 (1.0 mm) % 41/60
NO.35 (0.5mm) % 37/59
NO.60 (0.25mm) % 13/68
NO. 120 (0.125mm) % 3177
PAN % 1/30
FINES CONTENT % 3/52
GRIT 0.5mm (NO. 35) ppm 0
GRIT 0.045mm (NO. 325) ppm 489
PH 7/98
HEAT LOSS % 0/29
ASH CONTENT % 0/195
SULFUR CONTENT % 1/38
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CARBON BLACK TYPE: N-550 LOT NO: 1400022
PRODUCTION DATE: TESTING DAT| 1400/02/12 OIL BATCH : 0o0o1-Cc
IODINE NO 4907
DBP cm3/100g S
TOLUENE DISCOLORATION %T -
POUR DENSITY kg/m3 360/00
IPHT gr 28/00
PELLETSIZE DIST. % e
NO. 10 (2.0 mm) % sie
NO. 18 (1.0 mm) % 44/62
NO.35 (0.5mm) % 36/58
NO.60 (0.25mm) % .
NO. 120 (0.125mm) % S

PAN % 1121
FINES CONTENT % ik
GRIT 0.5mm (NO. 35) ppm p
GRIT 0.045mm (NO. 325) ppm s
PH 8/25
HEAT LOSS % Wi
ASH CONTENT % GG
SULFUR BONFRNT ki 1/04
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CARBON BLACK TYPE: N-339 LOT NO: 1400012
PRODUCTION DATE: TESTING DAT| 1400/01/2. OIL BATCH : 0001-D
IODINE NO mg/g 88
DBP cm3/100g 120/6
TOLUENE DISCOLORATION %T —_—
POUR DENSITY kg/m3 334/00
IPHT ar 24/40
PELLET SIZE DIST. %
NO.10 (2.0 mm) % 5/85
NO.18 (1.0 mm) % 45/01
NO.35 (0.5mm) % 28/50
NO.60 (0.25mm) % 13/41
NO. 120 (0.125mm) % 5/42
PAN % 1171
FINES CONTENT % 2/52
GRIT 0.5mm (NO. 35) ppm 0
GRIT 0.045mm (NO. 325) ppm 192
PH 8117
HEAT LOSS % 0/36
ASH CONTENT % 0/654
SULFUR CONTENT % 1/31
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