CERTIFICATE OF ASSAY

REFERENCE : 1 DATE:  1400.03.25 PAGE: 1
DATE OF SAMPLE RECIEPT:
CLIENT : Ol sl s SIS aip 095 05,38
MATERIAL DESCRIBE AS : Metal
CLIENT REFERENCE : 121/9391 ASSAY STATE :

Sample No. 1 Methods of Analysis
P(PPM) <1 OES
S(PPM) 20

Te(PPM) 35

As(PPM) 2.6
Se(PPM) 1.1
Sh(PPM) 2.1

Cd(PPM) <0.2

Cr(PPM) <1

Pb(PPM) <1
Si(PPM) <1
Bi(PPM) <0.6

Ag(PPM) 6.9

Zn(PPM) 3.0
Ni(PPM) <1

Co(PPM) <2
Fe(PPM) 12

Mn(PPM) <0.2
Sn(PPM) <1

02(PPM) 125
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INote : The test results apply only to the tested objects and the test report is not to be reproduced , whether in full or
in part , without permission of the laboratories .
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