
Si (%) Fe(%) Mg(%) Ga (%) V (%) Cr(%) Mn(%) Cu(%) Ti(%) Zn (%) Sum Al

S0F0001 1 0.03 0.1 0.0009 0.01 0.02 0.0011 0.001 0.0003 0.0005 0.01 0.174 99.83 132×38 740 10.02

S0F0002 1 0.03 0.11 0.0012 0.01 0.02 0.0013 0.0009 0.0003 0.0004 0.01 0.184 99.82 132×38 380 5.14

S0F0001 1 0.03 0.1 0.0009 0.01 0.02 0.0011 0.001 0.0003 0.0005 0.01 0.174 99.83 132×38 350 4.74

S0F0001 1 0.03 0.1 0.0009 0.01 0.02 0.0011 0.001 0.0003 0.0005 0.01 0.174 99.83 132×38 365 4.94

S0F0002 1 0.03 0.11 0.0012 0.01 0.02 0.0013 0.0009 0.0003 0.0004 0.01 0.184 99.82 132×38 350 5.14

Total 5 29.98
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