
Si (%) Mg(%) Fe(%) Ga (%) V (%) Cr(%) Mn(%) Cu(%) Ti(%) Zn (%) Sum Al

B0E0006 1 0.24 0.54 0.12 0.01 0.02 0.0017 0.0026 0.0028 0.005 0.01 0.9521 99.048 526 3.43

B0E0007 2 0.35 0.6 0.13 0.01 0.02 0.0015 0.0025 0.0025 0.005 0.01 1.1315 98.869 470 6.13

B0E0008 3 0.25 0.51 0.13 0.01 0.02 0.0016 0.0032 0.0031 0.004 0.01 0.9419 99.058 470 9.19

B0E0009 1 0.22 0.52 0.1 0.01 0.02 0.0017 0.0024 0.0029 0.005 0.01 0.892 99.108 618 4.03

B0E0010 2 0.24 0.48 0.11 0.01 0.02 0.0017 0.0026 0.0026 0.006 0.01 0.8829 99.117 600 7.82

B0E0011 1 0.29 0.42 0.12 0.01 0.02 0.0018 0.0029 0.0023 0.005 0.01 0.882 99.118 430 2.80

B0E0012 1 0.31 0.61 0.14 0.01 0.02 0.0016 0.0025 0.0028 0.004 0.01 1.1109 98.889 430 2.80

Total 11 36.21
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